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ABSTRACT

PHOTONIC CRYSTALS COMPOSED OF THICK INDUCTIVE
AND CAPACITIVE MESHES

by
Jay Shah

The transmission properties of metal meshes are studied for single meshes, photonic
double layers and photonic crystals. Simulations are performed with the Flomerics
Micro-Stripes program for light of infrared and millimeter wavelengths. The MicroStripes program solves Maxwell's equations numerically and, for simulations of the
transmittance of metal meshes, has been proven as good as an experiment. Input data are
the geometrical parameters, the indices of refraction and the conductivity, chosen
according to the Drude model. The light is assumed to be at normal incidence and the
simulation results are compared with experiments.
Single layers of inductive meshes are studied for a range of metal thicknesses and
opening sizes. Rectangular structures of cross, square and circular shaped openings and
hexagonal structures with hexagonal openings are discussed for the same length of cross
and square shapes and diameters of circles and hexagonal openings. The resulting spectra
are interpreted with resonance modes of the surface waves, appearing at wavelength
range larger than the periodicity constant, the wave guide modes and Wood anomaly at
wavelength equal to the periodicity constant, and the diffraction region at shorter
wavelength. A very desirable filter characteristic with 10% band width and 84%
transmission was obtained for circular opening.

Photonic double layers are two meshes with lined-up openings at different
separations. The layers are chosen to be thick inductive meshes and the transmission
studied over a range of separations smaller than the resonance wavelength of the meshes.
The results show that tunable filters may be constructed with a particular separation
range.
Photonic crystals are studied, made of metal spheres supported by a dielectric
medium with index close to one. A layered structure is assumed, with layers considered
as thick capacitive meshes. The transmittance at normal incidence is studied for photonic
crystals of Simple Cubic, Body-centered Cubic and Face-centered Cubic structures. The
simulations are performed and interpreted with resonance mode of one layer and stacking
mode of many layers. The agreement with experiments is excellent.

PHOTONIC CRYSTALS COMPOSED OF THICK INDUCTIVE
AND CAPACITIVE MESHES

by
Jay Shah

A Thesis
Submitted to the Faculty of the
New Jersey Institute of Technology
In Partial Fulfillment of the Requirements for the Degree of
Master of Science in Electrical Engineering

August 2003

APPROVAL PAGE
PHOTONIC CRYSTALS COMPOSED OF THICK INDUCTIVE
AND CAPACITIVE MESHES

Jay Shah

Dr. Karl D. Möller, Thesis Advisor
Research Professor, Department of Physics, NJIT

bate

Dr. Haim Grebel, Thesis Co-Advisor
Professor, Department of Electrical and Computer Engineering, NJIT

Date

Dr. Mar& Sosnowski, Committee Member
Professor, Department of Electrical and Computer Engineering, NJIT

Date

This thesis is dedicated to my parents and my brother whose constant love and support
helped me throughout my education

BIOGRAPHICAL SKETCH

Author:

Jay Shah

Degree:

Master of Science

Date:

August 2003

Date of Birth:
Place of Birth:
Undergraduate and Graduate Education:
•

Master of Science in Electrical Engineering
New Jersey Institute of Technology, Newark, NJ, 2003

•

Bachelor of Science in Electronics Engineering,
Vishwakarma Institute of Technology, Pune, India, 2000

Major:

Electrical Engineering

ACKNOWLEDGMENT

I would like to recognize and thank my thesis advisor, Dr. Karl Dieter Möller,
whose patience and guidance helped me, carry out the thesis work satisfactorily.
I convey my sincere thanks to Dr. Haim Grebel for his advice and support
throughout my work and enlightening me through useful discussions.
I thank Dr. Marek Sosnowski for his participation and many useful suggestions in
my work.
My sincere thanks to Dr. Oren Sternberg and Dr. John Tobias at Naval Research
Laboratory and US Army Communications Electronics Command, respectively for
providing experimental results for comparison.
My effort would not be possible without the funding support of the Electronic
Imaging Center (NJIT).
Last, but certainly not least I would like to recognize my parents and my brother
for their encouragement and understanding over the course of years of this work.

v

TABLE OF CONTENTS
Page

Chapter
1 INTRODUCTION

1

2 MODEL SIMULATIONS

6

2.1 Single Layer Thin and Thick Metal Meshes

6

2.2 Photonic Double Layer

7

2.3 Metallodielectric Photonic Crystals

8

2.4 Transmission Line Theory

8

2.4.1 Inductive Mesh as Oscillator

8

2.4.2 Capacitive Mesh as Oscillator

9

2.4.3 Cascading Matrices

9

2.4.4 Limitations of the Transmission Line Theory

10

2.5 Transmission Line Theory and Interaction of Oscillators

I0

2.6 Micro-Stripes Simulation Program

I1

2.6.I Simulations and Experimental Results

11

2.6.2 The Input Data

12

2.6.3 The Output Data

13

2.6.4 Filtering Technique

I4

2.6.5 Limitations of the Micro-Stripes Calculations

14
I5

3 RESULTS
3.1 Single Layer Thick Metal Meshes

15

3.1.1 Geometrical Parameters

15

3.1.2 Modes of Meshes

16

vi

TABLE OF CONTENTS
(Continued)
Chapter

Page

3.1.3 Rectangular Arrangement with Cross Shape Opening

16

3.1.3.1 Geometrical Parameters

16

3.I.3.2 Fixed Thickness and Varying Opening

I7

3.1.3.3 Fixed Opening and Varying Thickness

18

3.1.4 Rectangular Arrangement with Square Shape Opening

19

3.I.4.I Geometrical Parameters

19

3.1.4.2 Experimental Results

20

3.I.4.3 Fixed Thickness and Varying Opening

21

3.1.4.4 Fixed Opening and Varying Thickness

22

3.1.5 Rectangular Arrangement with Circular Shape Opening

23

3.1.5.1 Geometrical Parameters

23

3.1.5.2 Experimental Results

24

3.1.5.3 Fixed Thickness and Varying Opening

25

3.1.5.4 Fixed Opening and Varying Thickness

26

3.1.6 Hexagonal Arrangement of Circular Shape Opening

28

3.1.6.1 Geometrical Parameters

28

3.I.6.2 Experimental Results

29

3.1.6.3 Fixed Thickness and Varying Opening

30

3.1.6.4 Fixed Opening and Varying Thickness

31
32

3.1.7 Summary
3.2 Photonic Double Layer of Thick Cross Shaped Inductive Meshes

vii

34

TABLE OF CONTENTS
(Continued)
Page

Chapter
3.2.1 Two 2μm Thick Meshes

35

3.2.2 Two 4μm Thick Meshes

36

3.2.3 Two 11μm Thick Meshes

37

3.2.4 Two 5.5μm Thick Meshes as Tunable Filters

38

3.2.4.1 Wave Guide Modes

38

3.2.4.2 Stacking Modes

39
40

3.2.5 Summary

41

3.3 Metallodielectric Photonic Crystal
3.3.1 Simple Cubic Photonic Crystals

42

3.3.1.I Dependence on Number of Layers

43

3.3.1.2 Dependence on Sphere Diameter 'd'

46

3.3.1.3 Dependence on Separation 's' of Layers

47

3.3.1.4 Transmission Line Theory

49
50

3.3.2 BCC Photonic Crystals
3.3.2.1 Dependence on Number of Layers

50

3.3.2.2 Transition of BCC to Simple Cubic Photonic Crystal
for a = 15mm

53
55

3.3.3 FCC Photonic Crystal
3.3.3.1 Experimental Result of Transmission through FCC PC

55

3.3.3.2 Simulations of Transmission through FCC PC

56
57

3.3.4 Summary

viii

TABLE OF CONTENTS
(Continued)
Chapter

Page

4 DISCUSSIONS

58

4.1 Single Layer Thick Metal Meshes

58

4.2 Photonic Double Layer of Thick Cross Shaped Inductive Meshes

59
60

4.3 Metallodielectric Photonic Crystals
5 CONCLUSIONS

61

REFERENCES

62

ix

LIST OF FIGURES
Figure
1.1

Page
Inductive Mesh (a), Capacitive Mesh (b), geometric parameters
of the mesh (c)

1

1.2

Thick inductive (left) and capacitive (right) metal meshes

3

1.3

Schematic of photonic double layers and crystals.(a) Double layer.
The openings of the meshes may be lined-up or shifted. (b) Crystal.
The openings of the second and forth mesh may be lined-up with
the first or third mesh or shifted

4

(a) Schematic of light incidence on a thin single layer. The light excites
surface waves on both sides of the layer, and light with wavelengths
around the resonance is transmitted, the other light reflected.
(b) Schematic of light incidence on a thick single layer. In addition to
the surface waves, waveguide modes are excited, appearing with wavelength
close to the periodicity constant

6

2.1

3.1

3.2

3.3

3.4

3.5

3.6

3.7

Rectangular arrangement of cross openings. Black is Metal and
White is opening in (a). 3-D view of (a) is (b). The parameters
are periodicity constant g, separation 2a, arm width 2b,
cross width d and thickness t

17

Cross shaped opening in a rectangular mesh with fixed thickness
of 0,43g and varying openings.

18

Cross shaped opening in a rectangular mesh with fixed opening
of 0.68g and varying thickness

19

Rectangular arrangement of square openings. Black is metal and
White is opening in (a). The parameters are periodicity constant g,
length of square opening d and separation 2a. (b) is 3-D view of (a).
thickness t

20

Experimental transmittance of Square meshes with 1000,
1500 and 2000 lines/inch

21

Square shaped opening in a rectangular mesh with fixed thickness
of 0.43g and varying opening

22

Square shaped opening in a rectangular mesh with fixed opening
of 0.68g and varying thickness

23

LIST OF FIGURES
(Continued)
Figure
3.8

3.9

Page
Rectangular arrangement of circular openings. Black is metal and
White is opening in (a). The parameters are periodicity constant g,
circle diameter d and separation 2a. (b) is 3-D view of (a). thickness t

24

Transmission spectra of a circular mesh investigated experimentally 28
in the nm region. The inset shows the cross section of the film,
White is Ag film, White and black is Ni film coated with Ag and
Black is Ni film

25

3.10 Circular shaped opening in a rectangular mesh with fixed thickness
of 0.43g and varying opening

26

3.11 Circular shaped opening in a rectangular mesh with fixed opening
of 0.68g and varying thickness

27

3.12

3.13

3.14

3.15

Circular shaped opening with 84% transmittance and
a bandwidth of 10%

28

Hexagonal arrangement of circular openings. Black is metal and
White is opening in (a). The parameters are periodicity constant g,
circle diameter d (b) is 3-D view of (a). thickness t

29

Experimental hexagonal shaped mesh with various opening s .
The resonance and wave guide mode are clearly seen

30

Hexagonal arrangement of holes with fixed thickness
of 0.43g and varying opening

31

3.16 Hexagonal arrangement of holes with fixed opening
of 0.68g and varying thickness.
3.17

32

A specific case of 3 shapes, hexagonal, circular and square type mesh.
The specifications for the 3 meshes are do = 0.58 and to = 0.43

33

3.I8

Two cross-shaped Inductive aligned meshes

34

3.19

Schematic of two aligned meshes at various separations

35

3.20

Transmittance of two thin metal meshes of thickness 2μm
at separations 1, 3, 4, 7, 9 and 11μm

35

xi

LIST OF FIGURES
(Continued)
Page

Figure
3.21

Transmittance of two thin metal meshes of thickness 4μm
at separations 1, 4, 5, 6, 9 and 12[1.m

3.22 Transmittance of cross shaped meshes of thickness 111.1.m
at separations of 4μm and 8μm. The peak at around 36μm
is the resonance wavelength of the meshes
3.23 Transmittance of two meshes of thickness 5.5μm
at separations of 0.4, 1, 2, 3, 4 and 5μm

36

37

38

3.24

Expanded plot of section for separation of 0.4, 1, 2, 3, 4 and 5 µm.

39

3.25

Transmittance of two meshes of thickness 5.5μm and
separation of 11, 12, 13, 14, 15, 16μm

40

3.26

3.27

3.28

3.29

3.30

3.31

3.32

Two layers of Cubic Photonic Crystal (a); Three layers of
Body Centered Cubic (BCC) (b); Three layers of
Face Centered Cubic (FCC) (c)

42

Micro-Stripes calculated transmission of a Cubic crystal
with 1 to 10 stacked layers. The parameters of the crystal are
a = 15mm, d = 6.35mm and s = 15mm

43

Micro-Stripes calculated transmission of a Cubic crystal
with 1 to 10 stacked layers. The parameters of the crystal are
a= 15 mm, d = 6.35 mm and s = 15 mm

44

Experimental transmission of Simple Cubic crystal with
crystal lattice a = 20 mm. The parameters of the crystal are
d = 6.35 mm and s = 20 mm

45

Micro-Stripes calculated Cubic crystal with crystal lattice a = 20 mm.
The other parameters are d = 6.35 mm and s = 20 mm

46

Transmission of Simple Cubic crystal depending on the
sphere diameter d = 4, 6.35, 7 and 8 mm, a = 15 mm

47

Transmission of Cubic crystal with Separation between the
Stacking Layers 's' varied as 7.5, 15, and 20 mm.
The other crystal parameters are a = 15 mm and d = 6.35 mm

48

xii

LIST OF FIGURES
(Continued)
Page

Figure

3.33

3.34

3.35

3.36

3.37

Resonance and stacking mode peaks for Simple Cubic crystal
calculated with Transmission Line Theory

49

Micro-Stripes calculated transmission of a BCC crystal
with 1 to 10 stacked layers. The parameters of the crystal are
a = 15 mm, d = 6.35, db = 6.35 mm and s = 7.5 mm

51

Experimentally measured transmission of BCC Crystal with a = 20 mm.
The crystal parameters are d = 6.35 mm, db = 6.35 mm and s = 10 mm

52

Micro-Stripes calculated transmission of a BCC crystal with
1 to 6 stacked layers. The parameters of the crystal are a = 20 mm,
d = 6.35, db = 6.35 mm and s = 10 mm

53

Transition from Simple Cubic to BCC by increasing center diameter `db'
in steps of 0, 4, 5 and 6.35mm

54

3.38 Experimental result for FCC PC by Serpenguzel
with a = 15mm and d = 6.35mm
3.39

Micro-Stripes calculated transmission of an FCC crystal
with 1 to 10 stacked layers. The crystal parameters are
a= 15mm and d = 6.35mm

55

56

CHAPTER 1
INTRODUCTION

Metal meshes have been used as filters and reflectors in the microwave and infrared
wavelength region. In the microwave region, Culshaw 1 constructed cavities with high Qvalue by using perforated metal plates as reflectors. Commercially available
electroformed metal meshes have been used in far infrared by Ulrich et al. 2 as FabryPerot reflectors. These square shaped metal meshes, called by Ulrich 3 inductive mesh
showed low losses in the peak transmittance region. The inverse structure, first published
by Ressler and Möller 4 , was called capacitive mesh.
Ulrich 5 used a combination of inductive and capacitive meshes to manufacture
cross shaped meshes, see Figure 1.I, and Chase and Joseph 6 studied inductive cross
shaped meshes in details. The inductive cross shaped metal meshes may be designed to
have a more narrow band pass characteristic than square shaped inductive meshes and are
of interest to the astrophysical community as band pass filters.

Figure 1.1 Inductive Mesh (a), Capacitive Mesh (b), geometrical parameters of the mesh
(c).

1

2
Geometrical parameters of the mesh are the separation 2a, width 2b and
periodicity constant `g' as shown in the figure above. In case of 3-Dimentional structures,
another parameter thickness 't' of the mesh comes in picture.
An inductive metal mesh diffracts all light of wavelength shorter than the
periodicity constant and reflects most of the light of wavelength larger than the
periodicity constant. Inductive and capacitive meshes, according to Babinet's Principle,
that is that complementary screens have complementary transmittance, have the same
resonance wavelength, the inductive mesh in transmission, the capacitive in reflection.
Proof of this principle will be seen in Chapter 2.
Thin inductive mesh structures are used in the millimeter and centimeter wave
region "frequency sensitive surfaces" and used for antennas. Various structures of this
type have been studied'.
Ulrich 3 developed transmission line theory for monitoring multiple mesh filters
and introduced the damped oscillator model. He used electromagnetic circuit elements for
the description of a resonant wavelength of one mesh and studied arrays of metal meshes.
Whitbourn and Compton 8 improved the theory for applications to capacitive meshes with
dielectric substrates. The theory is semi-empirical with parameters of the oscillator as
input data. Inductive free standing cross shaped metal meshes have been produced by M.
Rebbert et al. 9 , Porterfield et a1. 1° , and Möller et al.".
Thick inductive and capacitive meshes, see Figure 1.2 show, in addition to the
resonance mode of the thin mesh, for thicknesses larger than half the periodicity constant,
a waveguide mode depending on the thickness of the mesh.

3

Figure 1.2 Thick inductive (left) and capacitive (right) metal meshes.

The incident light excites the waveguide mode by k-vector matching at
wavelength close to the periodicity constant. This is a result of the periodicity condition
for the electrical field, and the wavelength does not depend much on the shape and size of
the openings. The waveguide mode transforms the spectrum of a capacitive mesh into
one, similar to an inductive mesh. Resonance wavelength of the surface waves depends
on the periodicity constant and the geometrical parameters.
Two metal mesh layers at a certain distance are recognized as photonic double
layer if the openings of one mesh are lineup with the openings of the other, or shifted by
1/2

of the periodicity constant in both rectangular direction, see Figure 1.3(a). Photonic

crystals are shown in Figure 1.3(b). The openings of the second and forth mesh may be
lined-up with the first or third mesh or shifted.
Metallodielecric photonic crystals, made of stacks of inductive meshes, have been
studied experimentally 13 ' 14 and with simulations 15 . Serpengüzel1 6 has investigated
metallodielectric crystals of the face centered cubic structure (Fcc) in the millimeter wave
region. These crystals are made of metal spheres supported by dielectric material of
refractive index around 1, and may be considered as stacks of capacitive meshes.

4

Figure 1.3 Schematic of photonic double layers and crystals.(a) Double layer. The
openings of the meshes may be lined-up or shifted. (b) Crystal. The openings of the
second and forth mesh may be lined-up with the first or third mesh or shifted.

Similar crystals with simple cubic and body-centered cubic structures have been
investigated in the millimeter region by Tobias". The crystals were made of metal
spheres, and the transmittance of structures for 1 to 6 layers measured.
Li et al18 have studied theoretically the layered structures of dielectric and
metallodielectric photonic crystals and found that layers with negative dielectric constant
are described by dispersive elements, resulting in resonances of a single layer. The
interpretation of the transmittance of multi-layer structures may therefore be done, by
considering the resonance mode of one layer and the stacking mode of many layers. The
stacking mode depends on the separation of the layers and corresponds to Bragg
reflection.
In this thesis, Flomerics Micro-Stripes program 19 is used for the simulations of the
reflection of photonic double layers made of two inductive meshes and metallodielectric
photonic crystals, of stacks of capacitive meshes. This program solves Maxwell's
equations and uses as input data the geometrical parameters of the crystal, the refractive
index of the dielectrics and the surface impedance of the metal. The Fourier modal
method20,21 as well as other computational programs have shown that the Drude model of
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conductivity is valid for the spectral region from the long wavelength, sub millimeter and
millimeter region, to the short wavelength infrared.
The Micro-Stripes program may only be used for the aligned or shifted
configuration of photonic double layers, photonic crystals, and the near field around the
mesh surface, in the channels for thick meshes or in the gap between two meshes may be
investigated. In contrast, transmission line theory does not include any alignment of the
openings and results in the far field transmission of the mesh or mesh assembly. The
usefulness of these types of multi-layer metal meshes as filters will be discussed.

CHAPTER 2
MODEL SIMULATIONS

2.1 Single Layer Thin and Thick Metal Meshes.
Thin metal meshes have a thickness small compared to the periodicity constant, about a
few percent, while thick meshes have thickness comparable to the periodicity constant.
The light is considered at normal incidence (z- direction) and induces two pairs of
standing surface waves, one on the front and the other on the back side of the mesh 22 . The
pair of standing waves consists of two surface waves propagating in opposite direction on
the surface of the mesh (x, y direction) and is tightly coupled to the other pair through the
openings, see Figure 1 a. The resulting k vector is zero, because the incident wave has no
component of the k vector in the x, y direction. The pairs of standing surface transforms
the incident light into reflected and transmitted light.
The surface waves form a mode with the resonance depending on the size and
shape of the openings. These modes have been studied extensively in antenna theory'.

Figure 2.1 (a) Schematic of light incidence on a thin single layer. The light excites
surface waves on both sides of the layer, and light with wavelengths around the
resonance is transmitted, the other light reflected. (b) Schematic of light incidence on a
thick single layer. In addition to the surface waves, waveguide modes are excited,
appearing with wavelength close to the periodicity constant.
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The incident light excites, by k vector coupling, a wave guide mode in the channel of the
opening of a thick mesh. The wave guide mode has a wavelength close to the periodicity
constant. Interaction of resonance and wave guide mode may shift the peak appearance to
longer wavelength.

2.2 Photonic Double Layer

Two metal mesh layers at a certain distance are recognized as photonic double layer if the
openings of one mesh are lineup with the openings of the other, or shifted by

1/2

of the

periodicity constant in both rectangular direction 15 . The plane wave is incident in the z
direction perpendicular to these meshes. Thick cross shaped metal meshes show
resonance and wave guide mode. The resonance mode depends on the geometrical shape
and size of the openings 6 , but not much on the thickness of the mesh, while the wave
guide modes depend little on the shape and size of the openings, but much on the
thickness of the mesh. In addition to the resonance and wave guide mode, the separation
of the two meshes will show a third type of mode, the stacking modes, depending on the
separation of the meshes. These modes are different from "Fabry Perot" modes 21 , as
observed when using two non periodic reflecting plates. The meshes may be considered
as oscillators and the stacking mode, at distances depending on the wavelength of the
resonance modes, is generated by the interaction of the meshes15.
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2.3 Metallodielectric Photonic Crystals

Metal spheres are placed in stacks forming a layered structure 16 ' 17 . The layers are
separated by a dielectric medium with dielectric constant close to air. These parameters
along with the number of layers are varied for sphere arrangements, and reflection peaks
are recorded for normal incidence light. . The reflection peaks are interpreted with two
types of modes, the resonance mode of a single layer, corresponding to the resonance
minimum of a capacitive mesh, and the resonance of the stacking modes, generated by
the stack of equally spaced layers, corresponding to Bragg reflection.

2.4 Transmission Line Theory.

Ulrich developed transmission line theory for the calculation of reflectance and
transmittance of thin metal meshes 3 ' 5 . The theory uses geometrical and electrical
parameters for the description of optical properties, a short description is given 23 . Ulrich's
formulation has been corrected by Whitbourn and Compton 8 and will be used here.

2.4.1 Inductive Mesh as Oscillator.

We consider an inductive thin metal mesh and describe the resonance oscillation by
shunt impedance,

9
The periodicity constant of the mesh is g, the resonance frequency co o , the bandwidth
parameter Al and the loss parameter al. The input parameters co o , Al, and al may be
obtained from observations, simulations such as the Micro-Strips program or empirical
formulas as shown hereafter.

2.4.2 Capacitive Mesh as Oscillator
When a capacitive mesh is considered, the impedance shunt impedance is

2.4.3 Cascading Matrices
It is convenient to use the cascading matrix formulation 24 . Each element of the
transmission line is presented by a 2 by 2 matrix. The waves on the left side of the
impedance Y, are related by a matrix M to the waves on the right side as

For a2 = 0, that is no backwards traveling wave on the right side, one has for the ratio of
the reflected wave b1 to incident wave al

and for the ratio of the transmitted wave b2 to the incident wave al

The transmitted intensity is calculated from the (2,2) element of the resulting matrix
presenting all elements in the transmission line.
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2.4.4 Limitations of the Transmission Line Theory
To apply the transmission line theory to the calculation of one or more meshes, one needs
as input data the resonance wavelength of the mesh, the separation and the refractive
index of the media inside and out. Transmission line theory also ignores the periodicity of
the mesh and the alignment of the geometrical features.

2.5 Transmission Line Theory and Interaction of Oscillators.

Transmission line theory can be used to study the transmission of two oscillators
separated by the distance d in the transmission line. The result is the appearance of a new
mode, called "stacking mode". The stacking mode is not a Fabry-Perot mode, because the
reflecting plates have a reflectivity of almost zero at resonance of the two layer structure.
While the stacking mode depends on the resonance mode of the mesh and the separation,
a Fabry-Perot mode depends on the reflectivity of the plates and the separation 25 .
The study of interaction of two oscillators can be applied to the study of
interaction of the resonance mode of each of two single meshes. The stacking mode is
close to a Fabry Perot mode for wavelength much longer and also much smaller than the
resonance wavelength of a single mesh. However, when the wavelength of the stacking
mode approaches the resonance wavelength of a single mesh, the modes do not overlap,
the non crossing rule applies. The term interaction is used here as done in perturbation
theory. The original modes are used for the calculation and discussion and their
wavelength is modified by the interaction terms, resulting e.g. for a change in a
geometrical parameter.
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The study of interaction of two oscillators can be applied to the study of the
interaction of resonance and wave guide mode of a single mesh. The stacking mode is
associated with the wave guide mode of thick cross shaped meshes, because of its
dependence on the thickness 21 .

2.6. Micro-Stripes Simulation Program
2.6.1. Simulations and Experimental Results
The Micro-Stripes simulation program 19 was employed for the simulations of layered
periodic structures. The 2D periodic structures were generated by considering a unit cell
with reflecting walls. The geometrical dimensions of shape and size of the particular
structure under consideration are used as input parameters as well as the dielectric
constant or conductivity of the material.
The transmittance of very accurately manufactured samples, produced by LIGA,
were reproduced with the Micro-Stripes program. Cross shaped meshes with steep walls
and flat surfaces of several thicknesses, made of Copper and Nickel, could be used for
testing the program. The peak transmission wavelengths of resonance and wave guide
modes agreed with experimental values with an average accuracy of I%. The assumed
bulk conductivity was corrected by intensity matching of the peaks and used from there
on, for similar simulations. The Micro-Stripes program can be considered as good as
experiment for simulations of single meshes, double layers and metallodielctric crystals,
as presented in this thesis.
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2.6.2 The Input Data
Micro-Stripes program provides an option of building the structure using its in-built
features or importing the structure from other design programs for example CAD. In this
thesis, all the structures were built using the in-built library of Microstripes, consisting of
various structures and shapes. The program also provides a function of drilling through
the built structure.
For Single Layer Thick Metal Meshes, the meshes were built inputting the length
of the opening in case of cross and square opening and diameter in case of circles. The
periodicity constant and the thickness of the mesh were the other input parameters. After
a rectangular mesh was built, cross, square or circular openings were drilled through the
mesh as required, with parameters length of the openings or the diameter.
In case of Photonic Double Layers, rectangular mesh with cross shaped openings
was built using the periodicity constant, length of the arm and separation between the
crosses. A similar mesh was duplicated at certain distance making it a double layer.
These layers were aligned, and the separation between them was varied.
Layers of spheres were built in Metallodielectric Photonic Crystals. The spheres
were built with the parameter 'd' as the diameter of the spheres, and adjacent spheres
separated by crystal lattice constant. For body centered cubic crystal, a sphere at the
center of the cubic crystal was an addition to the simple cubic crystal, and for face
centered crystal each side of the cube has a center sphere.
A frequency range needs to be mentioned for each structure so that the
transmission output can be observed only in that particular range. After the structures
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were built as mentioned above, transmission of light through these structures was
observed in the far field, using an incident plane wave in the z-direction.

2.6.3 The Output Data
After the simulation, the output file is plotted with transmittance vs. frequency in db
scale. This file is exported to a text file. The text file is imported in an Excel sheet.
Frequency is converted into wavelength by dividing speed of light by frequency.
Transmittance is converted from db scale to percentage scale to give the percent
transmission intensity. After the conversions mentioned above, the resultant data are
filtered and then plotted.

2.6.4. Filtering Technique
Filtering of the output data from the Micro-Stripes program is required, in order to have a
noise free curve, as much as possible. Introduction of noise in the simulated result is due
to the fact that the structures are simulated at a high frequency. A unique method of
filtering is used here.
The text file from Micro-Stripes is imported into the Excel sheet. After the
conversion of frequency into wavelength and transmittance of percentage from db, the
resultant figure is plotted in the excel sheet. It appears on the figure, that the same
wavelength has various transmittance intensities. A filtering technique developed, was
applied to this excel file.
Starting with the shortest wavelength, transmittance intensity comparable to the
intensity of the previous wavelength would be selected from various transmittance values
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in the excel file and a new file will be generated having one intensity value for each
wavelength and in this matter the new noise free figure was plotted.
In this manner using the new technique the final result is obtained.

2.6.5. Limitations of the Micro-Stripes Calculations
The Micro-Stripes program gives quantitative accurate results in the wavelength region
larger than the periodicity constant. Considering calculations for wavelength smaller than
the periodicity constant makes the results only qualitative.

CHAPTER 3
RESULTS

3.1 Single Layer Thick Metal Meshes
Thick metal meshes of rectangular arrangement of cross, square and circular shape
openings and hexagonal arrangement of holes are discussed. To describe the interaction
process, a plane wave is assumed propagating in z direction, perpendicular to the surface
of the mesh in the x-y plane. The incident light excites a pair of standing surfaces waves
on the front and backside of the mesh. Most of the light is reflected and the transmitted
light has maximum intensity at the resonance wavelength of the mesh. Along with the
surface wave resonance, wave guide modes are excited, depending on the thickness of the
mesh. The wave guide mode appears only for thick meshes, with a wavelength close to
the periodicity constant. Cross shape meshes show an interaction of the resonance mode
and the wave guide mode causing the resonance mode to shift to longer wavelength.

3.1.1 Geometrical Parameters
The common parameters that are applicable to all structures are described in this section.
Additional parameters will be given in the respective sections of different arrangements.
'g' is the periodicity constant and has been chosen for the simulations to be 164 pm. 'd'
is the width of the cross or square in case of cross and square shape opening, respectively.
In the case of circular and hexagonal opening, 'd' is the diameter of the holes, and 't' the
thickness. In order to make the graphs more useful, the transmissions have been plotted
as a function of the wavelength divided by periodicity constant 'g', called the normalized
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wavelength. 'd' are divided by the periodicity constant 'g' and designated as 'dn'.
Similarly thickness 't' divided by 'g' and designated as 'tn'. The arrangements with
different openings have been simulated for fixed thicknesses t = 0.43g and opening
diameters d = 0.58g, 0.64g, 0.68g and 0.78g, as well for fixed diameters d = 0.68g and
thicknesses t = 0.12g, 0.24g, 0.43g and 0.6Ig.

3.1.2 Modes of Meshes
As mentioned in section 2.1, at normal incidence in z direction, wave guide mode along
with surface wave resonance is observed. The interaction of resonance and wave guide
modes of rectangular and hexagonal meshes has been studied. These meshes were
examined in three segments: λ<g the diffraction region, λ=g the Wood anomaly where the
wave guide modes start to appear, and at )Ng where the surface wave resonance peak
wavelength appears. In general, the transmission range increases with larger openings.
The excited surface wave transfers the incident light into the reflected and transmitted
light.

3.1.3 Rectangular Arrangement with Cross Shape Opening
3.1.3.1 Geometrical Parameters

The structure with rectangular arrangement

of cross shape opening is shown in Figure 3.1. Figure 3.1(a) shows the x-y view of the
single layer metal structure. Black is metal and white are the cross openings. In addition
to the parameters mentioned in section 3.1.1, '2a' is the separation of the crosses such
that 2a = (g -d) and '2b' is the arm width of the cross such that 2b = d/3. Figure 3.1 (b) is
the three dimensional view of the structure.

17

Figure 3.1 Rectangular arrangement of cross openings. Black is Metal and White is
opening in (a). 3-D view of (a) is (b). The parameters are periodicity constant g,
separation 2a, arm width 2b, cross width d and thickness t.

3.1.3.2 Fixed Thickness and Varying Opening

The simulated transmittance

of resonance and wave guide modes of thick meshes with cross shape openings is shown
in Figure 3.2. The wave guide mode appears at a normalized wavelength close to g and
the resonance mode at higher wavelengths. With increase in openings the resonance
mode shifts to a higher wavelength while the wave guide mode continues to remain at the
same wavelength. The bandwidth of the resonance peak is in the 20% to 40% range
increasing with the opening and transmittance to 80%. The diffraction region shows
small transmission which is advantageous for use of Band pass filter.
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Figure 3.2 Cross shaped opening in a rectangular mesh with fixed thickness of 0.43g and

varying openings.

3.1.3.3 Fixed Opening and Varying Thickness

The wave guide mode is not

observed for thin meshes as shown in Figure 3.3 for tn = 0.12g. As the thickness
increases the wave guide mode begins to appear. At tn = 0.24g, the wave guide mode
appears with a normalized wavelength close to 1. As observed, with increased thickness,
the wave guide mode shifts to a longer wavelength which shows more interaction with
the resonance mode. As a result of this interaction the intensity of the resonance mode
decreases and that of the wave guide mode increases with increase in thickness of the
mesh with cross shape opening. The bandwidth remains the same in the 30% range and is
not affected by change in the thickness of the mesh.
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Figure 3.3 Cross shaped opening in a rectangular mesh with fixed opening of 0.68g and
varying thickness.

3.1.4 Rectangular Arrangement with Square Shape Opening
3.1.4.1 Geometrical Parameters

Figure 3.4 shows rectangular arrangement of

square shape openings. 'g' is the periodicity constant, 'd' is the side of each square and
'2a' is the separation of the squares such that 2a = (g - d).
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Figure 3.4 Rectangular arrangement of square openings. Black is metal and White is
opening in (a). The parameters are periodicity constant g, length of square opening d and
separation 2a. (b) is 3-D view of (a). thickness t.

3.1.4.2 Experimental Results

Experiments were conducted on the meshes

with rectangular arrangement of square openings at Naval Research Laboratory 26 .
Commercially prepared meshes 27 with I000, 1500 and 2000 lines/inch were used.
Transmittance through these meshes was calculated and is shown in Figure 3.5.
Resonance and the Wave guide Modes were observed for each mesh. The geometrical
parameters of these meshes are much smaller than what has been used for the
simulations. All the meshes have a diameter of 4 ,um. For a mesh of 2000 lines/inch,
periodicity constant 'g' is calculated to be 12.7μm and with the square opening of
0.0003inch 'd' is calculated to be 7.62 um, but the assignment of the peaks is similar to
the simulated results. It can be seen from Figure 3.5 that the wave guide mode appears
close to the periodicity constant, the same value observed with the simulated results
below. Similar is the case with 1000 and 1500 lines per inch.
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Figure 3.5 Experimental transmittance of Square meshes with 1000, 1500 and 2000
lines/inch.

3.1.4.3 Fixed Thickness and Varying Opening

The transmittance in meshes

with square shaped opening is shown in Figure 3.6 and is discussed by comparing it with
the cross shaped opening in section 3.1.3. The width of the resonance mode is broader
and the interaction between the resonance mode and the wave guide mode is less as
compared to that of crosses. The wave guide mode appears as a shoulder and has a
normalized wavelength of 1. Similar to the crosses, the resonance wavelength increases
with the opening. It is observed that the bandwidth of the resonance mode and the
transmission intensity are higher then that of the cross shaped openings. The bandwidth
observed is 40% range with transmission intensity of 90%. Due to high transmission in
the diffraction region, this filter is not preferred for filter applications.

22

Figure 3.6 Square shaped opening in a rectangular mesh with fixed thickness of 0.43g
and varying opening.

3.1.4.4 Fixed Opening and Varying Thickness With increase in thickness of the
square shaped opening mesh, the resonance mode shifts to a higher wavelength as shown
in Figure 3.7. The wave guide mode appears at normalized wavelength of 1 and remains
at I for all thicknesses. The diffraction region i.e. the region of normalized wavelength,
less then 1, shows a high transmission which is not desirable for an ideal filter.
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Figure 3.7 Square shaped opening in a rectangular mesh with fixed opening of 0.68g and
varying thickness.

3.1.5 Rectangular Arrangement with Circular Shape Opening
3.1.5.1 Geometrical Parameters

Meshes with circular openings have been

experimentally investigated 28 . Figure 3.8(a) illustrates the 2D view of the mesh, where
black is metal and white circles are the openings. 'd' is the diameter of the openings and
'g' is the periodicity constant. 3D view of the same structure can be seen in Figure 3.8(b)
which the parameter thickness 't' of the mesh is along the z direction.
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(a)
(b)
Figure 3.8 Rectangular arrangement of circular openings. Black is metal and White is
opening in (a). The parameters are periodicity constant g, circle diameter d and separation
2a. (b) is 3-D view of (a). thickness t.

3.1.5.2 Experimental Results

Transmittance of circular meshes has been

measured in the shorter wavelength region 3 and the experimental result is shown in
Figure 3.9. The parameters used were diameter d = 400 nm, lattice constant a = 750 nm
and thickness t = 300 nm. As will be seen later there is an agreement between the long
wavelength simulations and the short wavelength experiments. In the experimental
results, the mesh thickness was not thick enough to show the wave guide mode.
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Figure 3.9 Transmission spectra of a circular mesh investigated experimentally 28 in the
nm region. The inset shows the cross section of the film, White is Ag film, White and
black is Ni film coated with Ag and Black is Ni film.

It can be observed from the above result that the simulation result with parameters
do = 0.58 and to = 0.43 has similar result as will be seen in section below.

3.1.5.3 Fixed Thickness and Varying Openings

A similar effect of shifting of

the resonance mode to higher wavelength is observed in the simulated results of circular
openings as shown in Figure 3.10. The wave guide mode appears at normalized
wavelength of 1. The minimum bandwidth achieved is about I0% and has a transmittance
of around 80%. The diffraction region has a transmittance of around 20% or below.
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Figure 3.10 Circular shaped opening in a rectangular mesh with fixed thickness of 0.43g
and varying opening.

3.1.5.4 Fixed Opening and Varying Thickness

The wave guide mode does

not appear for thickness of tn = 0.12 as can be seen in Figure 3.11. As tn increases the
wave guide mode begins to appear. It appears at normalized wavelength of 1. The
resonance wavelength is approximately the same for all 'tn'. The bandwidth is of the
range of 25%. Transmittance in diffraction region is around 25% or less.
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Figure 3.11 Circular shaped opening in a rectangular mesh with fixed opening of 0.68g

and varying thickness.

Reducing the thickness will reduce the intensity of the wave guide mode and at
lower thicknesses, the wave guide mode disappears. The intensity of the resonance mode
can be increased by increasing the diameter of the openings but this increases the
bandwidth of the wave. Hence a trade off is achieved to achieve the minimum bandwidth
of 10% with maximum transmission intensity of 84% at to = 0.I5 and do = 0.68 as shown
below.
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Figure 3.12 Circular shaped opening with 84% transmittance and a bandwidth of I0%.

3.1.6 Hexagonal Arrangement of Circular Shape Opening
Hexagonal arrangement of holes has been investigated experimentally by Huggard 29 .
Simulations using Micro-Stripes were performed on hexagonal arrangement of holes and
the results are noted in the following sections.
3.1.6.1 Geometrical Parameters

Hexagonal arrangement of holes has been

investigated experimentally 29 . Periodic arrangement of holes in hexagonal manner is
shown in Figure 3.13. An additional periodicity constant 'h' needs to be defined for the
hexagonal structure, see Figure 3.13(a), of magnitude h = 0.87g.
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Figure 3.13 Hexagonal arrangement of circular openings. Black is metal and White is
opening in (a). The parameters are periodicity constant g, circle diameter d (b) is 3-D
view of (a). thickness t.

3.1.6.2 Experimental Results

An experimental result for similar hexagonal

arrangement of holes is shown in Figure 3.I4. As will be seen in section 3.1.5.3, this
result matches with the simulation results. The wavelength is mentioned in cm -1 while the
simulation results appear in normalized wavelength.
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Figure 3.14 Experimental hexagonal shaped mesh with various opening 5 .The resonance
and wave guide mode are clearly seen.

3.1.6.3 Fixed Thickness and Varying Openings

As observed from Figure

3.15, the wave guide mode appears at shorter wavelength as compared to the rectangular
arrangements observed and explained above. It appears at 0.85g which is approximately
equal to 'h', the smaller of the two periodicity constants. The resonance wavelength shifts
to higher wavelength with increase in openings. The bandwidth of single peak is about
10% and transmission of about 80%. Transmission in the diffraction region is higher as
compared to the experimental data, see Figure 3.14, but the Micro-Stripes program is
limited in the diffraction region only to qualitative results.
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Figure 3.15 Hexagonal arrangement of holes with fixed thickness of 0.43g and varying

opening.

3.1.6.4 Fixed Opening and Varying Thickness

The wave guide mode

appears at 0.85g approximately equal to 'h'. The transmission intensity of resonance
mode reduces with increase in thickness.
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Figure 3.16 Hexagonal arrangement of holes with fixed opening of 0.68g and varying
thickness.

3.1.7 Summary
The calculations show that the surface wave resonance appears for the rectangular
structures of cross, square and circular shaped openings in the range of λ/g from 1.15 to
1.3 while for hexagonal structure it appears at 1 and smaller values. The surface wave
resonance depends almost linearly on the diameter of the openings and has almost the
same value for different thicknesses. For rectangular cross shaped opening, because of
the interaction between the resonance and the wave guide mode, the dependence deviates
from linearity.
The wave guide modes for rectangular cross, square and circular shaped openings
are at normalized wavelength 1, while for hexagonal structure it appears at shorter
wavelength, corresponding to the smaller of the two lattice vectors. The transmission
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intensity increases with the size of the openings and for the rectangular cross shaped
mesh, there is an interaction of resonance and wave guide mode.
In the diffraction region, for wavelength smaller then g, rectangular cross
structures have the smallest transmittance of less then 10%, the rectangular circular
structures has about less them 20% and the other structures have higher transmittance
making the cross and circular structures preferable for filter design. Figure 2.I7 shows
the transmittance of circular, square and hexagonal meshes (dn = 0.58 and tn = 0.43) and
it is observed that the most narrow shape is observed from the rectangular circular
structure with a bandwidth of about 10%.

Figure 3.17 A specific case of 3 shapes, hexagonal, circular and square type mesh. The
specifications for the 3 meshes are dn = 0.58 and tn = 0.43.
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3.2 Photonic Double Layer of Thick Cross Shaped Inductive Meshes
Thick cross shaped metal meshes show resonance and wave guide mode. The resonance
mode depends on the geometrical shape and size of the openings, but not much on the
thickness of the mesh, while the wave guide modes depend little on the shape and size of
the openings, but much on the thickness of the mesh. Two meshes in the Photonic crystal
configuration require that the crosses of the two meshes are aligned, see Figure 3.18.

Figure 3.18 Two cross-shaped Inductive aligned meshes.

In addition to the resonance and wave guide mode, the separation of the two
meshes will show a third type of mode, the stacking modes, depending on the separation
of the meshes, Figure 3.19. These modes are different from "Fabry Perot" modes, as
observed when using two non periodic reflecting plates. The meshes may be considered
as oscillators and the stacking mode, at distances depending on the wavelength of the
resonance modes, is generated by the interaction of the meshes.
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Figure 3.19 Schematic of two aligned meshes at various separations.

3.2.1 Two 21.1,m Thick Meshes

The Transmittance of two cross shaped meshes of thickness 2μm at separations 1, 3, 4, 7,
and 111.1m is shown in Figure 3.20. At separation of 1μm the resonance of the meshes
appears as one peak of wavelength 31[1m, with peak transmission intensity of about 65%.

Figure 3.20 Transmittance of two thin metal meshes of thickness 2μm at separations 1, 3,

4, 7, 9 and 11μm.
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Further separation to 4μm reduces the intensity to less than 10%. As the separation
increases, a shifted resonance peak appears at 34μm.

3.2.2 Two 411m Thick Meshes

The transmittance of two cross shaped meshes of thickness 4μm at separations 1, 4, 5, 6,
9 and 12μm is shown in Figure 3.21. At separation of 1µm, the peaks of the two
resonances appear separately, and at separation of 4μm together, at a peak of width 10%
and transmission intensity of 95%. At this fixed spacing, the two meshes may be used as
a narrow band pass filter.

Figure 3.21 Transmittance of two thin metal meshes of thickness 4μn at separations I, 4,

5, 6, 9 and 12μm.

When changing the separation further, from 4 to 61.1m, the resonance wavelength
peak at 31μm, with peak intensity of about 95%, is dramatically reduced to an intensity
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of about 5%. Increase in the separation will produce a shifted resonance peak at 32μm of
60% transmission. By changing only the separation by 2μm, maybe with a piezoelectric
crystal, one could use these meshes for a switch or modulator.

3.2.3 Two 11μm Thick Meshes
The Transmittance of two cross shaped meshes of thickness 11μm separated by 4μm and
8μm is shown in Figure 3.22. At 8μm, which is in the range of a quarter wavelength of
the resonance wavelength of both meshes, there is almost no transmittance.

Figure 3.22 Transmittance of cross shaped meshes of thickness 11μm at separations of
4μm and 8μm. The peak at around 36μm is the resonance wavelength of the meshes.

With a change in separation of 4μm almost all intensity is reduced to zero over an
extended spectral range of 20 to 30μm. These thicker meshes may have an advantage
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from the point of view of mechanical strength and parallel surfaces for application for a
switch or modulator.

3.2.4 Two 5.5μm Thick Meshes as Tunable Filters
3.2.4.1 Wave Guide Modes

The transmittance of two cross shaped meshes of thickness 5.5μm at separations of 0.4,
1, 2, 3, 4 and 5μm is shown in Figures 3.23 and 3.24. The peaks correspond to wave
guide modes and cover the spectral range from 21μm to 25μm. With a band pass filter of
bandwidth of 15 to 20% and a piezo-electric crystal, one could operate the two meshes as
a tunable filter.

Figure 3.23 Transmittance of two meshes of thickness 5.5μm at separations of 0.4, 1, 2,

3, 4 and 5μm.
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Figure 3.24 Expanded plot of section for separation of 0.4, 1, 2, 3, 4 and 5μm.

3.2.4.2 Stacking Modes

The transmittance of two cross shaped meshes of thickness 5.5μm at separations 11 to
16μm is shown in Figure 3.25. The modes are stacking modes and to be operated as
tunable filter, a band pass filter of 40% band width is needed.
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Figure 3.25 Transmittance of two meshes of thickness 5.5μm and separation of 11, 12,
13, 14, 15, 16μm.

3.2.5 Summary

The meshes of thickness 2μm and 41.1m can be produced with the photoresist method and
electroforming process, while the mesh of thickness 5.5μm and thicker would need the
LIGA method for fabrication. Such meshes may be produced of size 20mm by 20mm as
free standing meshes. The movement of a few microns of one mesh with respect to the
other may be done with a piezoelectric crystal. When using nickel meshes, a magnetic
field may be employed. These two mesh layers may be used as switches in a specific
spectral region in conjunction with a suitable band pass filter as tunable filters.

41
3.3 Metallodielectric Photonic Crystals
Stacks of inductive metal meshes were used to develop Metallodielectric Photonic
Crystals (MPC). An arrangement of metal spheres in the form of Cubic, Body Centered
Cubic (BCC) and Face Centered Cubic (FCC) Photonic Crystal (PC) as shown in Figure
3.26 were investigated by simulations. Metal spheres are placed in stacks forming a
layered structure. The crystal parameters are the diameter of the sphere 'd', the crystal
lattice constant 'a', that is the center to center distance between two adjacent spheres, and
the separation 's' between consecutive layers. Periodicity constant is the shortest distance
between the two spheres. The layers are separated by a dielectric medium with dielectric
constant close to air. These parameters along with the number of layers are varied for
sphere arrangements, and reflection peaks are recorded for normal incidence light. The
selected frequency range from 5 GHz to 30 GHz correspond to a range of wavelength
from 10 mm to 60 mm. The reflection peaks are interpreted with two types of modes, the
resonance mode of a single layer, corresponding to the resonance minimum of a
capacitive mesh, and the resonance of the stacking modes, generated by the stack of
equally spaced layers, corresponding to Bragg reflection16.
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Figure 3.26 Two layers of Cubic Photonic Crystal (a); Three layers of Body Centered

Cubic (BCC) (b); Three layers of Face Centered Cubic (FCC) (c).

3.3.1 Simple Cubic Photonic Crystals

The Micro-Stripes program allows the study of the layered arrangement of spheres.
Figure 3.26(a) shows two layers of Simple Cubic PC. The unit studied with the MicroStripes program consists of four metal spheres. The lattice constant, that is the distance
between adjacent spheres, was assumed 15 mm, the separation between layers 15 mm
and the periodicity constant equal to the crystal lattice. Hence, two layers together make
it a Simple Cubic structure. Simulations were performed and reflection peaks studied,
depending on number of layers, sphere diameter 'd' and separation 's' between layer.
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3.3.1.1 Dependence on Number of Layers
3.3.1.1.1 Transmission for Crystal Lattice of 15 mm

Figure 3.27 shows

reflection peaks of a simple cubic structure with a = I5 mm, d = 6.35 mm and s = 15 mm.
The periodicity constant is 15 mm. Starting with one layer, crystals are simulated with up
to ten layers, and peaks are studied at normal incidence.

Figure 3.27 Micro-Stripes calculated transmission of a Cubic crystal with 1 to 10 stacked
layers. The parameters of the crystal are a = 15mm, d = 6.35mm and s = 15mm.
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Figure 3.28 Micro-Stripes calculated transmission of a Cubic crystal with 1 to 10 stacked

layers. The parameters of the crystal are a = 15 mm, d = 6.35 mm and s = 15 mm.

The resonance mode appears at 16 mm, the fundamental stacking mode at 32 mm,
and therefore, the first order stacking mode is expected also at 16 mm. The wavelength of
the resonance mode is expected around the lattice distance a = I5 mm, but due to the
interaction of this mode with the first order stacking mode it appears at 16 mm. A higher
order stacking mode can be seen at I2 mm. The intensity of the modes increases with
increasing number of layers.
3.3.1.1.2 Transmission for Crystal Lattice of 20mm

For lattice distance of

20 mm, transmission was observed experimentally by J. Tobias1 7 , see Figure 3.29 and
compared with simulations. Number of layers is varied from 1 to 6. The other parameters
are d = 6.35 mm, a = 20 mm and s = 20 mm. Periodicity constant is 20 mm.
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Figure 3.29 Experimental transmission of Simple Cubic crystal with crystal lattice a = 20
mm. The parameters of the crystal are d = 6.35 mm and s = 20 mm.

In Figure 3.30, simulations are shown for 1 to 6 layers. For six layers, the
resonance mode appears at 22 mm and the fundamental stacking mode at 42.86 mm. The
resonance mode is expected around 20 mm, but due to its interaction with the first order
stacking mode, expected around 21 mm, it is shifted to longer wavelength. The second
order stacking mode appears at 16 mm. The simulation results shown in the Figure 3.30
agree very well with the experimental results of Figure 3.29.
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Figure 3.30 Micro-Stripes calculated Cubic crystal with crystal lattice a = 20 mm. The
other parameters are d = 6.35 mm and s = 20 mm.

3.3.1.2 Dependence on Sphere Diameter 'd' Transmission through crystals for

various sphere diameters 'd' is calculated and shown in Figure 3.31. The parameter 'd' is
varied as 4, 6.35, 7 and 8 mm, with a = I5 mm and s = I5 mm, and simulations are
performed for 10 layers. It is seen that as the amount of metal reduces, transmission
increases. The effect of smaller sphere diameters of 4 and 6.35mm shows low interaction
of the modes as compared to interaction in 7 and 8 mm. For smaller diameters of 4 and
6.35 mm, the first order stacking mode and the resonance mode overlap and increase in
intensity as well as the fundamental stacking mode. For larger diameters, the resonance
mode and the first order stacking mode appear separated with decreased intensity,
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indicating stronger interaction, and the fundamental mode appears stronger and broader.
The second order stacking mode appears at the same position for all 'd'.

Figure 3.31 Transmission of Simple Cubic crystal depending on the sphere diameter d =
4, 6.35, 7 and 8 mm, a = 15 mm.

3.3.1.3 Dependence on Separation 's' of Layers

Separation between layers

plays a very important role in shifting the modes to longer wavelengths. Till now
separation 's' of 15 mm was considered, which made the structure, a perfect Simple
Cubic structure. Simulations for ten layers are performed for a = 15 mm, d = 6.35 mm
and s is varied as 7.5, I5 and 20 mm. Separation of 7.5 mm gives an approximate BCC
PC. This is because the second layer is not shifted in this case. Figure 3.32 shows the
effect of separation on the mode wavelengths.
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Figure 3.32 Transmission of Cubic crystal with Separation between the Stacking Layers
's' varied as 7.5, 15, and 20 mm. The other crystal parameters are a = 15 mm and d =
6.35 mm.

As observed in above section, the perfect Simple Cubic structure has the
resonance mode at 16 mm, the fundamental stacking mode at 32 mm, the first order
stacking mode at 16 mm and the second order stacking mode at 12 mm. The resonance
mode and first order stacking mode overlap. For s = 7.5 mm, the resonance mode at 16
mm and the fundamental stacking mode, now also at 16mm, overlap and hence this mode
is shifted further to 17.5 mm. This effect is similar to BCC with slight modification
which will be seen later in section 3.3.2 of this chapter. For s = I5 mm, the resonance
mode shifts to 16mm, that is to shorter wavelength, and for s = 21.5mm to longer
wavelength, with respect to the value for s = 7.5.
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3.3.1.4 Transmission Line Theory The interaction between resonance and
stacking mode is also calculated with Transmission Line Theory. This theory does not
account for the fact that the second layer for any of the crystal arrangement is shifted or
not shifted. The resonance mode corresponds to an oscillator of resonance wavelength λR,
presented by the impedance of a capacitive mesh, and the stacking modes resonance is
depending on the spacing between the layers. Assuming resonance wavelength of 16mm
corresponding to the periodicity constant of 15 mm, and assuming for the number of
layers 6, all reflection peaks are plotted.

Figure 3.33 Resonance and stacking mode peaks for Simple Cubic crystal calculated
with Transmission Line Theory.
Starting with a small separation of 4mm, the peak reflection wavelengths for
resonance and stacking modes are plotted depending on the separation of layers. At 7.5
mm, the wavelengths of the resonance and fundamental stacking modes have about the
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same value. These modes interact strongly, and according to the non-crossing rule of
interacting oscillators, the stacking mode continues with values of the resonance mode,
while the values of the resonance mode are replaced by the fundamental stacking mode.
A similar situation appears at separation of 15 mm for resonance and the first order
stacking modes. A peak appears at around 16 mm for all separations.

3.3.2 BCC Photonic Crystals
Figure 3.26(b) shows three layers of BCC PC. The first layer consists of four spheres
with adjacent spheres apart by lattice distance 'a'. The second layer is similar to the first
layer but shifted diagonally by (√2*a) in both directions. Hence one sphere appears at the
center. The periodicity constant remains the same as the crystal lattice. The separation 's'
between the layers is 7.5 mm unlike Cubic PC where 's' is I5 mm.

3.3.2.1 Dependence on Number of Layers
3.3.2.1.1 Transmission for Crystal Lattice of 15 mm

Reflection peaks are shown

in Figure 4.8 for the BCC PC with numbers of layers varying from I to 10, and a = 15
mm, d = 6.35, and s = 7.5 mm,
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Figure 3.34 Micro-Stripes calculated transmission of a BCC crystal with 1 to I0 stacked
layers. The parameters of the crystal are a = 15 mm, d = 6.35, db = 6.35 mm and s = 7.5
mm.

As seen in section 3.3.1, Cubic PC, the fundamental peak appears at
approximately at 2.s. Here for BCC PC s = 7.5 mm, so the fundamental stacking mode is
expected to appear at 15 mm and the resonance mode also at 15 mm. And due to this
interaction both the peaks appear at the broad-peak around 18 mm. The higher order
stacking mode appears at shorter wavelength region.
3.3.2.1.2 Transmission for Crystal Lattice of 20 mm For lattice distance of
20 mm, transmission was observed by J. Tobias experimentally1 7 , shown in Figure 3.35,
and compared with simulations. The number of layers is varied from I to 6. The other
parameters are d = 6.35 mm, a = 20 mm and s = I0 mm.
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Figure 3.35 Experimentally measured transmission of BCC Crystal with a = 20 mm. The
crystal parameters are d = 6.35 mm, db = 6.35 mm and s = 10 mm.

The experimental spectrum of Fig.3.35 shows two peaks, one at 18 mm and the
other at 22 mm. the interpretation is done with the simulations shown in Fig.3.36.
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Figure 3.36 Micro-Stripes calculated transmission of a BCC crystal with 1 to 6 stacked

layers. The parameters of the crystal are a = 20 mm, d = 6.35, db = 6.35 mm and s = 10
mm.

The resonance mode is expected at wavelength around 20 mm. The fundamental
stacking mode appears at twice the separation of the layers and should have wavelength
2a/2, that is also at 20 mm. Taking into account the consideration of Section 4.2.4., we
assign the resonance mode to 18 mm and the fundamental stacking mode to 22 mm. The
first order stacking mode is at 12 mm.
3.3.2.2 Transition of BCC to Simple Cubic Photonic Crystal for a = 15

In order to confirm the assignment of resonance, fundamental stacking and higher order
stacking modes, the transition of BCC to Cubic PC was demonstrated by simulations. We
refer to Figure 4.2 for the simple Cubic PC and Figure 4.8 for the BCC PC, both
calculations are done for a = 15.
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Figure 3.37 Transition from Simple Cubic to BCC by increasing center diameter 'db' in

steps of 0, 4, 5 and 6.35mm.

With db = 6.35 mm, all the spheres have the same diameter and this represents a
perfect BCC structure. The diameter of the center sphere db is reduced in steps of 6.35, 5,
4 to 0 mm. As db is reduced, the resonance mode shifts towards shorter wavelength and
the fundamental stacking mode appears. Shifting of resonance mode to shorter
wavelength shows less interaction between the resonance mode and fundamental stacking
mode as in BCC and more interaction between resonance mode and first order stacking
mode as in Simple Cubic PC. Also as db reduces, the higher order stacking mode begins
to appear. The resonance mode shifts from 18 mm in BCC to 16 mm in Simple Cubic PC.
The fundamental stacking mode appears at 32 mm and the higher order modes at 12 mm.
This is in exact agreement with the simulations shown in Figure 3.37.
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3.3.3 FCC Photonic Crystal
Figure 3.26(c) shows an FCC PC. Taking the smallest periodicity constant for the first
layer, we have a cubic layer with periodicity constant of (a/√2). The second layer has the
same periodicity constant but the spheres are displaced by V2 of the periodicity constant.
The separation between layers is 7.5 mm.

3.3.3.1 Experimental Result of Transmission through FCC PC

FCC PC has

been investigated experimentally by Serpenguzel 16 , having a = 15 mm and d = 6.35 mm.
Figure 3.28 shows the normal incidence transmission through the crystal.

Figure 3.38 Experimental result for FCC PC by Serpenguzel with a = 15mm and d =
6.35mm.

A broad-peak is seen at a wavelength of around 17GHz i.e. I7.64mm.
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3.3.3.2 Simulations of Transmission through FCC PC

Figure 3.39 shows the

simulated result using a = 15mm and d = 6.35mm.

Figure 3.39 Micro-Stripes calculated transmission of an FCC crystal with 1 to 10 stacked

layers. The crystal parameters are a = 15mm and d = 6.35mm.

A broad peak is seen at 17.34mm in the simulation results which is more or less
the same at the experimental result in Figure 3.39. The fundamental stacking mode is
expected around twice the separation of the layers, s = 7.5mm, that is I5mm, and
therefore we assign the resonance of the stacking mode to 18mm. The resonance mode
was expected around the periodicity constant (a/ √2 ), equal 10.6mm, appearing in the
simulations at around 10mm. This resonance mode does not appear in the experimental
results as it falls outside the wavelength range studied by Serpenguzel16.
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3.3.4. Summary
The interpretation of the transmission spectra were done using the layered structure
approach with resonance mode of one layer and stacking mode of a set of layers. For the
simple Cubic crystal, the resonance mode has wavelength at around the lattice constant
while the stacking mode has wavelength twice the lattice constant. As result, the first
order stacking mode has a similar wavelength as the resonance mode, but there is little
interaction because of the lined up layers, and the two peaks appear close together. The
BCC crystal has layers separated at IA of the lattice constant, and every second, fourth
and so on, layer is shifted. The fundamental stacking mode and the resonance mode have
about the same wavelength, but the sifting of second, fourth and so on, layer and also the
smaller distances between the spheres results in much stronger interaction, and resonance
mode and fundamental stacking mode appear separated. The interpretation of the FCC
crystals follows very much that of the BCC crystal.

CHAPTER 4
DISCUSSIONS

4.1 Single Layer Thick Metal Meshes
The simulations of the transmittance of single layer thick meshes of rectangular structure
with cross, square and circular shaped openings results in a minimum at the Wood
anomaly, and peaks for wave guide mode and resonance mode. The term "interaction" of
two modes is used in the sense of perturbation theory, which is the wavelength of the
resulting mode is the wavelength of the original mode, shifted by the interaction term.
The results of the cross shaped meshes is in excellent agreement with
experimental data of samples produced with high quality. The wave guide mode appears
at wavelength, equal to periodicity constant and due to its interaction with the resonance
mode, the resonance mode shifts the peaks to longer wavelength for larger openings. The
transmittance intensity of wave guide mode increases with increase in thickness of the
mesh.
The simulations of the square shaped meshes agree well with the infrared spectra
of commercially available meshes of periodicity constants in the range of I2 to 25 and
normalized thickness 0.3 to 0.16. The resonance mode shifts with larger openings to
longer wavelength and the wave guide mode appears close to wavelength, equal to
periodicity constant and shows less interaction with the resonance modes as found for the
cross shaped meshes.
The simulations of the circular shaped meshes is similar to the square shaped
meshes, except that the resonance mode shifts less to longer wavelength. This may be

58

59

used for the design of a single narrow band filter, superior over cross and square shaped
meshes filters having a band width of about 10% and high transmittance of 84%. The
simulation shows also that the spectrum published by Ebbesen, Grupp and co-workers 28
in the near infrared is a peak of surface waves, generated by induction.
The simulations of the transmittance of thick single meshes of hexagonal structure
with hexagonal shaped openings results in a minimum transmission at the Wood anomaly
at a wavelength corresponding to the smaller of the reciprocal lattice vectors, and peaks
for wave guide mode and resonance mode appear as one peak.
The simulations agree very well with experimental work in the far infrared, for
resonance and wave guide mode. The shift of the resonance mode into the region of the
waveguide modes has been observed also in the very short infrared region and indicates
that the Drude model of the conductivity, as used in all simulations of gratings and
meshes in the infrared, hold well for wavelength longer than the visible light.
Experimental hexagonal structures have been produced in the sub millimeter wave region
and interpreted with the mode wavelength of a single hole, λR = 1.71d. In comparison, the
relation between resonance wavelength and diameter of the openings has been found to
be 0.6g + 0.68d for a set of experimental results in the far infrared. There is agreement
when the resonance wavelength is equal to the (larger) periodicity constant.

4.2 Photonic Double Layer of Thick Cross Shaped Inductive Meshes

The simulation of the photonic double layers shows the propagation of resonance and
wave guide modes through a separation between equal meshes. For thin meshes without
wave guide modes, the resonance mode changes intensity and wavelength depending on
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the gap width. This can be used for the design of switches and modulators. For larger
separations, the stacking modes are observed. For thicker meshes with wave guide
modes, the resonance mode appears for all separations, the wave guide mode is changed,
depending on the separation, as well as the appearance of the stacking mode. These
double layers may be used as tunable filters.

4.3 Metallodielectric Photonic Crystals

The simulations of the photonic crystals of Simple Cubic and Body-centered Cubic
crystals in the millimeter region agree very well with the experimental data. For the
simple cubic crystal, the simulations of the resonance mode and the fundamental, first
and second order stacking mode agree very well with the experimental data, except the
second order was not in the range of measurements. The same was found for the bodycentered cubic crystal, agreement the resonance mode, the fundamental and first order
stacking mode, except the first order was not in the range of measurements. The
separation of the resonance and fundamental stacking mode for the body-centered Cubic
crystal, in comparison to the simple cubic crystal, was attributed to interaction of the shift
to the aligned layer configuration.
The simulations of the face centered cubic crystal are in agreement with published
work for the fundamental stacking mode, the resonance mode was out of the range of
experimental observations.

CHAPTER 5
CONCLUSIONS

The Micro-Stripes program, used at normal incidence, simulates the transmittance of
inductive and capacitive meshes in excellent agreement with experimental data and may
be considered being equivalent to experiments. The Drude model approximation of the
conductivity can be used as input data in the entire infrared region.
The interpretation of the transmittances of metal meshes may be done with the
mode model, which is using the resonance mode for thin meshes, and in addition the
wave guide mode for thick meshes. Filters of narrow band width and high peak
transmittance may be designed with single layer thick metal meshes, choosing
appropriate available geometrical parameters and high conductivity.
The transmittance of Photonic Double layers needs for the interpretation, in
addition to resonance and wave guide mode, the stacking modes. Choice of the
geometrical parameters and variation of the separations between the layers, can be used
for the design of switches and tunable filters.
The transmittance of Photonic Crystals was interpreted with the layer-theory. A
single layer was presented by a capacitive mesh and the resonance wavelength of one
layer and the stacking modes of the equally spaced layers were used for the interpretation
of all experimentally observed peaks in the simple cubic, body centered cubic and face
centered cubic crystal lattice. The differences of interaction of aligned and non-aligned
layers played a significant role in the interpretation of the transmittance of body centered
and face centered cubic crystals.
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