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CHAPTER 

INTRODUCTION 

1.1 Objective 

There are many materials which may potentially provide outstanding opportunities for 

future high temperature applications. Carbon fiber reinforced carbon (CFRC) and 

carbon fiber reinforced SiC (C/SiC) are an example [1]. However, owing to their 

instability in air at high temperatures, they need protective coatings. Silicon dioxide has 

been widely used as a protective coating, despite its relatively low melting point. 

However, silicon carbide provides a far better protection. Most recently, hafnium 

carbide (HfC) because of its extremely high melting point of 3887 °C, lack of volatile 

oxidation products [2], higher strength and good corrosion resistance [3] is an 

interesting candidate as a component of high temperature resistant coatings due to the 

refractory, thermally insulating dioxide [4]. Because of its high melting point, electrical 

and magnetic properties, and high hardness, hafnium carbide films find applications as 

high temperature resistors, head of thermal pen recorders, thin protection films for 

magnetic heads or as a wear resistance films on cutting tools [5]. Hafnium carbide 

could be considered as the most effective second-phase particles in strengthening 

tungsten at high temperatures. W-HfC alloy appears to be a very strong high 

temperature metallic material [6]. 

1 
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Transition metal carbide have unique properties, including excellent mechanical 

stability and relative low work function, which could make them well suited for use as 

field emission (FE) cathodes operating at ambient or elevated temperatures. Their 

properties make them candidates for FE applications in radiation immune 

microcircuitry or radio frequency (rf) vacuum microelectronics and other uses such as 

thermionic cathodes in high temperature themionic converters [7]. Such cathode can 

potentially be used where the need of very high density, small spot size electron source 

is required. Fundamental work and characterization of the deposited layers of hafnium 

carbide were studied by chemical vapor deposition (CVD). The influence of the various 

experimental parameters in the formation of hafnium carbide thin films by plasma 

enhanced CVD from bis(η-cyclopentadienyl)dimethyl hafnium as a precursor has been 

studied [5]. CVD of nonstoichiometric hafnium carbide was studied by computer 

minimization of the Gibbs free energy of the system [8] and a phase diagram of the 

hafnium-carbon system was presented [9,10]. In addition, a phase diagram of ordered 

nonstoichiometric HfC also was present by Gusev [11]. 

The objective of this thesis is to present experimental characteristics of the HfC 

deposited film on pure silicon substrate using DC magnetron sputtering. Some 

characteristics such as microstructure, resistivity, and stress of the deposited films are 

examined. In addition, atomic concentration and binding energy of the films have also 

been investigated. The sputtering method was used due to the possibility of using lower 

substrate temperatures [12]. Consequently, the growth of the film does not necessarily 

occur under the thermodynamically equilibrium growth condition. This tends to result 
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in defect structures and hence different properties of the films compared to bulk 

materials. 

Sputtered species have kinetic energy 50-100 times higher than thermally 

evaporated atoms [13]. leading to higher packing density. This process is widely used 

for deposition in microelectronic applications. Since targets have reasonable electrical 

conductivity, dc sputtering was used for all single-layer and multi-layer coatings [14]. 

Apparently, the absence of any data on the ordering of hafnium carbide in the literature 

is a consequence of the difficulty in performing a study of the HfC deposited films. 

1.2 Background Information 

As early as 1877, sputter deposition was used to deposit thin films to coat mirrors. In 

the 1920s, sputtering was served as the system to deposit gold for coating of flexible 

fabrics and subsequent electrolytic thickening. As a vacuum technology became more 

sophisticated, sputtering was largely replaced by vacuum evaporation or resistance 

heating techniques which offered higher rates of deposition. 

The interest in sputtering as a film deposition technique persisted because many 

materials could not be evaporated by resistance heating methods. Sputtering is an atom-

by-atom process. The target is bombarded by ions of gas which physically chips atoms 

off the target, causing them to be ejected from the surface and subsequently strike the 

substrate and adhering. In this manner, a high quality film is gradually built up. 

Physical sputtering is a non-thermal vaporization process in which the surface 

atoms are physically ejected by momentum transfer from an energetic bombardment 
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particle, which is usually an ion-accelerated from a plasma. Sputter deposition may be 

performed at low gas pressure ( <5 mTorr) where the sputtered particles do not suffer 

gas phase collisions or in a higher gas pressure ( 5-30 mTorr ) where energetic particles 

from sputtering target are thermallized by gas phase collisions before they reach the 

substrate surface [15]. 

The advantages of sputter deposition are: 

- Good film adhesion is assured. 

- Low temperature epitaxy is possible. 

- Film thickness control is simple and easily reproduced. 

- Thickness uniformity over larger planar areas can be obtained. 

- The sputtering target provides a stable, long-lived vaporization source. 

- Refractory materials, Multicomponent and insulating films can be 

deposited. 

The disadvantages of sputter deposition are: 

- The source material must be available in sheet form. 

- The deposition rate is usually less than 2000 A°/min. 

- The substrate must be cooled unless low deposition rates or short runs 

are acceptable. 

- In some configuration, gaseous contamination is not easily removed 

from the system. When they are activated in the plasma, film 

contamination is more of a problem than it is in vacuum evaporation. 
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There are also a number of sputtering systems which can be used for film deposition, as 

shown in Table 1.1 [16]. 

Table 1.1 Sputter sources 

Approximate Pressure Method 

0.01 Pa Ion Beams: duoplasmotron, ion thruster 

0.05 Pa Magnetrons: dc, rf, planar, sputter gun, 

cylindrical ( post ), orbitorr 

0.50 Pa RE: diode, magnetic enhancement, 

insulators, conductors 

0.50 Pa DC triode: cylindrical, separated, 

magnetically enhanced 

1.50 Pa DC diode: planar, cylindrical, getter, bias 

1.50 PA AC 

However, they differ only in the means used to deliver ions to the sputtering 

source or target. Except for the ion gun systems, the target is immersed in a gas 

discharge; in the ion gun case, the discharge is remote from the target and ions are 

accelerated out of the discharge to the target [17]. Although this method bears a strong 

resemblance to electron beam evaporation and would be very suitable for comparison of 
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the two processes, it is not generally used because it does not provide high deposition 

rates. 

Of the method listed in Table 1.1, magnetron sputtering is the most widely used. 

It retains many of the characteristics of the diode discharges first used by Grove and 

others. Magnetron sputtering generally provides higher deposition rates and lower 

substrate temperatures than other methods. 	However, its wide application in 

microelectronics is due to the use of electric and magnetic field geometries to prevent 

high energy electrons from reaching the substrate. This minimizes the generation of 

trapping centers in the semiconductor or device structure. Since the geometrical 

requirements of orthogonal electric and magnetic fields providing a closed-electron path 

can be met in many ways, there are many variations of magnetron systems but we will 

discuss only planar magnetron since this is most widely used in microelectronics. 

Sputter deposition is widely used to deposit thin film metallization on 

semiconductor material, coating on architecture glass, reflective coatings on compact 

discs, magnetic films, dry film lubricants and decorative coating. 



CHAPTER 2 

SPUTTERING THEORY AND SYSTEMS 

2.1 Interactions of Ions with Surfaces 

When an ion approaches the surface of a solid usually called the Target one or all of the 

following phenomena [18] may occur: First, the ion may be reflected , probably being 

neutralized in the process. This reflection is known as Ion Scattering. Second, the impact 

of the ion may cause the target to eject an electron usually referred to Secondary 

Electron. Third, the ion may become buried in the target . This is Ion Implantation, 

which is used extensively in integrated circuit technology for selective doping silicon 

wafers and other applications such as surface treatment of steels. The ion impact may be 

also responsible for some structure rearrangements in the target material, or may set up a 

series of collisions between atoms of the target, possibly leading to the ejection of one of 

these atoms. This ejection process is known as Sputtering. Any suitably energetic 

atomic particle impinging against a surface can cause sputtering. 

2.1.1 Ion Bombardment of a Surface 

The exact mechanisms by which atoms are ejected from a surface under ion 

bombardment are not known [19], but we can deduce some of the details of the 

interactions involved. An ion is essentially the same size as an atom, so when an ion 

impinges against a surface, it actually collides initially with a surface atom. At energies 

7 
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Figure 2.1 Representation of three types of collision between an incident ion and a 
surface atom. The mass of the incident ion is represented here being less than the mass of 

the struck atom. (O= incident ion, O = surface atom) 

at which significant sputtering occurs, the energy exchange between an incident ion and a 

surface atom is much grater than either lattice binding energies or vibrational energies of 

lattice atoms. It is most common in sputtering that the ions are incident to the bombard 

surface in the direction parallel to the surface normal. In this case, if the mass of incident 

ion is lower than the mass of the surface atom with which it collides and if the collision is 

head-on or nearly so, the incident ion will bounce back away from the surface (Figure 

2.1A). 
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If the incident ion is of greater mass than the struck atom, both ion and atom will 

leave the point of collision in direction toward the surface interior regardless of whether 

the collision is head-on or glancing (Figure 2.1C). We thus have at least one and usually 

two particles traveling toward the interior of the surface at energies that are less than the 

primary energy of the incident ion or the struck atom to leave the point of secondary 

impact at angle greater than 45°, so this lattice atom has a velocity component directed 

outward from the surface and thus has the potential of being ejected. 

In the case of normal ion incidence at some energies, sputtered atoms are ejected 

from the surface in essentially a cosine distribution, the same as evaporated atoms. This 

is interesting in that the most probable direction of ejection is in exactly the opposite 

direction to the direction of the incident ion. Evidently the energy brought in by the 

incident ion is so randomly distributed by multiple collision before ejection of an atom. 

This result is only for the case of ion bombardment at normal incidence. In some 

situations, bombarding ions may be incident on the surface at oblique angles. In this 

case, the incident momentum vector is found to play a strong role in the ejection pattern, 

and the sputtered atoms are ejected very strongly in the forward direction. The sputtering 

yield, i.e., the number of atom ejected per incident ion, may be as much as an order of 

magnitude greater in the case of oblique incidence than in the case of normal incidence of 

the bombarding ion. 
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2.1.2 The Mechanisms of Sputtering 

In the energy range most relevant to sputter deposition, the interaction between the 

impinging ion and the target atoms, and the subsequent interactions among the latter, can 

be treated as a series of binary collisions. The incident particle could be either an ion or a 

neutral atom. Ions are normally use since they can easily be accelerated by an electric 

field, which are neutralized by the Auger emission of an electron from the target as the 

ion approaches, so that the impacting species are actually mostly neutral. The series of 

collisions in the target [18], generated by the primary collision at the surface is known as 

a Collision Cascade (Figure 2.2). 

Figure 2.2 Interactions of ions with surfaces 
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The collision phenomena occurring in a target is often referred to Target Kinetics. 

They relate not only to sputter deposition and etching, but also to ion implantation. 

2.2 Planar Magnetron Sputtering 

Evaporation results from delivering energy to a solid to raise its temperature to the point 

where atoms obtain sufficient energy to leave the surface, sputtering is due to momentum 

transfer from an incident particle to atoms in the solid target [20]. To realize significant 

momentum transfer, the incident particle must have mass M t  comparable total target 

atoms M t  and the sputtering yield is given by 

where Et  is the incident particle energy, Ii is the surface binding energy and S1(E) is a 

function of both Et  and the particle masses. The incident particles are usually ions 

because they are easily accelerated to energy Ei, and the sputter yield is quoted as 

atoms/ion. Values of S have been collected by Anderson and Bay [21] for different 

combinations of M t  and Mt  over a range of energies. Because of the collision sequences 

in the sputtering target, shown schematically (Figure 2.3), only atoms in the topmost 

layers of the target can gain sufficient energy to be sputtered. Because of this, sputtering 

using ion beams is almost universally used for depth profiling with surface analytical 

tools, such as electron spectroscopy. 
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It is evident that [16] the sputtering rate of a given target depends on the energy 

and number of ions bombarding the target. The sputtering rate is independent of the 

target temperature [21] unless the target becomes liquid. The sputter yield increases 

almost linearly with E

i 

 for E

i 

≤ 600 eV so that the sputter rate is proportional to the 

product of J iE i  where Ji  is the ion current density. 

Figure 2.3 Simple schematic of the sputtering process showing an Ar+  ion ejecting 
atoms and electrons from a solid target and also displacing atoms within the target while 
it remains in the target. An AC ion is also shown being reflected from the target surface 

as a neutral Ar atom [16]. 

From the basic grow discharge processes [18, 22-23], a secondary electron is 

accelerated away from the target by the negative potential Vt  applied to it. As its velocity 

increases, it is forced to follow a circular path (Figure 2.4) due to the Lorentz forces 

imposed on it by the magnetic field (B) which is parallel to the target surface and thus 



13 

orthogonal to the electric field. The Lorentz force is -eVB, since the electron's orbit is in 

the plane orthogonal to the magnetic field, and the radius of the electron orbit is given by 

which has a value of 3 mm for a typical magnetic field strength of 0.03T above the target 

surface. This field is provide by an appropriate arrangement of permanent magnets or 

electromagnets and provide a closed volume within which the electrons are trapped until 

they either lose their energy, when they are no longer subject to the Lorentz force, or 

cross the magnetic field lines as a result of being elastically scattered from gas atoms; the 

latter effect will increase with the argon pressure. During the orbit, the electron's energy 

increases from 0 at the target surface to 500 eV at its maximum distance from the target 

and begin to decrease again as it approaches the target. When it collides with an Ar atom, 

the latter can be ionized 

e + Ar --->e + e + Ar+ 	 (2.3) 

and both of the resultant electrons are subjected to the electric and magnetic fields. The 

ionization energy of Ar is 15.755 eV [24] so that a single electron could provide up to 30 

Ar+  ions before it loses all its energy and thus escapes the magnetic trap. In fact, 

electrons may lose energy through other channels, such as excitation of argon atoms; 
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relaxation of these atoms by photon emission is mainly responsible for the bright glow 

discharge. The cross-section for ionization of argon by electron collisions increases 

rapidly from the ionization energy to approximately 50 eV. The result of the repeated 

electron collisions is the generation of a high density of ions and low energy electrons at a 

distance of a few millimeters from the target surface within the region of the magnetic 

trap. Because there are approximately equal number densities of electrons and ions, there 

is no electric field in this plasma region, which therefore has the properties of a perfect 

conductor. This plasma is electrically continuous with the grounded anode which is 

positioned within the magnetic field lines such that low energy electrons can reach it 

while traveling along a field line. In the plasma, up to approximately 10 % of the argon 

is ionized [25]. 

The negative potential applied to the target thus appears across the small 

separation between the target and the plasma; this region is called the dark space. The 

electric field in this region is normal to the target surface and accelerates ions from the 

plasma to the target; because of their much grater mass, the ions are essentially unaffected 

by the magnetic field. 

In the planar magnetron, the ion current density at the target is very non uniform 

because of the shape of the magnetic trap. The highest density occurs in the region where 

the magnetic field is parallel to the target. The target is an equipotential surface so that an 

electron, emitted from the target where the magnetic field lines are almost normal to the 

target surface, is not trapped but is accelerated along the field line. These electrons can 



Figure 2.4 Schematic of circular planar magnetron target assembly. (1) target showing 
erosion track under most intense plasma (2) magnets providing (3) magnetic field lines. 

Low energy electrons (4) reach the anode (5) along magnetic field lines while high 
energy electrons cross field lines by collision with gas atoms (6). 

be generated by photons from the plasma or energetic neutrons and may cause significant 

localized heating of the film if the field lines intersect the substrate [26]; this can be 

minimized by the design of the target and magnetic field. Because of the non-uniform 

ion current density, when the discharge impedance is low, a small voltage changes 

significantly affect the current and therefore the sputtering rate. Thus, a constant current 

or constant power supply is advisable rather than a constant voltage source. Magnetron 

operation at significantly lower pressure can be obtained by careful design of the 

magnetic field. The deposition rate for a given geometry is proportional to the sputtering 

rate which, as discussed earlier, should be proportional to the product E

i 

 x J

i 

 provided E

i 

 

15 
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600 eV. Since E1  = V and J i  is proportional to I, the deposition rate, Rm, should increase 

linearly with the total power, IV. 

The sputtering rate for each point on the target varies with J1. The angular 

distribution of the sputtered atoms is given approximately by a cos 0 distribution [20] as 

in the evaporation case. However, the degree of approximation depends on Ei, Mi  and 

M1. If the cos 0 approximation is good and the sputtered atoms follow straight line 

trajectories to the substrate, the variation in deposition rate on a flat substrate parallel to a 

circular can be calculated since the sputtering rate actually varies significantly with the 

radius of the annulus, the actual deposition rates will be obtained by a weighted average 

for different annuli. The deposition rate varies by approximately 10% over a substrate 

diameter equal to the diameter of maximum erosion or about 60% of the target diameter. 

If the substrate is closer to the target, the uniformity becomes poorer. It should be noted 

that, as the target is eroded, the ejection angle, 0, is no longer normal to the original target 

and will vary over the eroded annulus. Thus, the deposition uniformity will change as a 

function of time. 

The sputtered atoms will reach the substrate with both direction and the energy 

with which they left the target. The kinetic energy of sputtered atoms is much higher 

than that of evaporated atoms. Energy spectra are obtained from laser-induced 

fluorescence measurements. The average energy, Eav , per sputtered atom is obtained 

from the integral of the energy spectra curve [27]. Wehner and Anderson [28] showed 

that Eav  generally increased with the atomic number of the sputtered atoms and with the 

energy of the incident ions. Thornton estimated the values of Eav  for various metals 
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sputtered by Ar+  in magnetron system. Only few of the incident ion energy is utilized in 

sputtering [16]; the remainder is dissipated in displacement of atoms within the target, 

resulting in heat. Sputtering targets must, therefore, be well cooled to prevent their 

temperature from rising continuously during the process. If the cooling is inadequate, the 

temperature may rise sufficiently for evaporation to occur. 

Since the sputtered atoms pass through the plasma, they may be ionized before 

reaching the substrate. At high pressures, where diffusion effects are important, it has 

been shown [29] that ions are formed by Penning ionization and reach the substrate with 

very low energies unless accelerated by electric fields at the substrate [30]. The 

metastable energies of Ar are 11.55 and 11.72 eV [28] which are significantly above the 

ionization energies for some metals , so that collisions between metastable Ar and the 

sputtered atoms have a significant probability of forming ions. Thus, for the same 

sputtering power and system geometry, both the deposition rate and the uniformity will 

change substantially with increasing pressure. Of course, for a given pressure, diffusion 

effects become increasingly important as the target-substrate distance increases. 

2.3 The Magnetron Cathode 

Since the development of high-performance magnetron cathodes has been successful, 

sputtering deposition of thin films for optical and electrical applications has increased 

markedly. In comparison to conventional diode sputtering, the magnetron cathode 

provides higher deposition rates at lower operating pressures and ability to deposit high 

quality films at low substrate temperatures. In addition, compared with other vacuum 
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techniques such as evaporation, magnetron sputtered films have greater adherence and 

greater uniformity over large areas. 

2.3.1 Cathode Geometry and Electron/Ion Motion 

A Planar target consists of the target material backed by peimanent magnets that provide 

a confinement field with the field lines forming a closed tunnel on the target surface. 

Secondary electrons emitted from the target during the sputtering process are accelerated 

across the cathode dark space towards the highly charged plasma sheath. One component 

of their motion is a helical line toward the center of the target. Electrons are reflected due 

to the higher density of field lines in this region and the repulsive electric field 

encountered. After reflection the electrons eventually reach the perimeter of the target 

where the field line again intersect the surface. An anode placed in this region effectively 

collects these electrons and prevents them from reaching the substrate. Another 

component of their motion is drift from one field line to another resulting in a race track. 

The combined motion give an extended path length resulting in a large number of 

collisions of the electrons with gas atoms. The net effect of this is an increase in plasma 

density close to the target, which in turn leads to higher deposition rates. Where the field 

lines are parallel to the cathode surface the motion of the ions is perpendicular to the 

target surface. Ions extracted from the plasma sheath, are accelerated across the cathode 

dark space and strike the target resulting in removal or sputtering of the target material. 

Typical operating characteristics of the magnetron cathode are given in Table 2.1 [31]. 



19 

Table 2.1 Characteristics of Magnetron Cathode 

Discharge parameters 

Operating pressure 

Direct current 

Discharge current 

Discharge voltage 

Current densities 

Radio frequency 

Self-bias voltage 

Target power 

Deposition rate 

High-rate metals 

Oxide, etc. 

Magnetic field 

0. - 0 mtorr 

0.25-100 A 

300-800 V 

up to 2000 Aim
2 

50-500 V 

50-10 kW 

1-1.5 µ/min 
—0.1 

>0.01 T 

Plasma parameters 

Electron temperature 

Ion temperature 

Ion/electron gyromagnetic radius 

Cathode dark space 

2-20 eV 

0.25-2 eV 

—10 

—3 mm 
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2.3.2 Target Erosion and Film Uniformity 

All magnetron targets are inherently nonuniform sources. Oscillating magnetic fields 

have been used to enhance sputter uniformity and target utilization [32]. The highest rate 

of material removal occurs where the magnetic field lines are parallel to the cathode 

surface. At the low pressures employed, the mean free path of the sputtered atoms is long 

enough that it reaches the substrate unimpeded [33]. The erosion pattern effected from 

operating pressure is shown schematically (Figure 2.5). 

non-eroded region 

outer boundary 

inner boundary 

eroded area 

Figure 2.5 Target erosion pattern for a circular magnetron cathode 

At low operating pressures, the erosion ring was broad and extended well in to the 

center of the target. At sufficient low pressures ( < 1 mtorr ), the outer boundary 

exceeded the target radius and the discharge was distinguished. Increase the pressure 

caused the boundaries to move together, thus decrease the erosion ring. 	These 

observations show that to minimize contamination of the growing film from sputtering, 

the guard or anode ring components at the perimeter of the target, the sputtering 



21 

parameters must be chosen carefully to maintain the erosion ring well within the target 

boundaries. 

2.4 A Conventional DC Sputtering System 

Normally in a conventional dc sputtering system (Figure 2.6) [18], the material we wish 

to sputter is made into a sputtering target which becomes the cathode of an electrical 

circuit, and has a high negative voltage V( dc ) applied to it [18]. the target is nearly 

always solid, although powders and even liquids are sometimes used. The substrate 

which we wish to coat is placed on and electrically grounded anode a few inches away. 

These electrodes are housed in a chamber which is evacuated. Argon gas is introduced to 

the chamber at some specific pressure. The action of the electric field is to accelerate 

electron which in turn collide with argon atoms, breaking some of them up into argon 

ions and more electrons to produced the glow discharge. 

Figure 2.6 Schematic of a dc sputtering system 
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The charged particles produced are accelerated by the field, the electron tending 

towards the anode, causing more ionization on the way, and the ions towards the cathode, 

so that a current I flows. When the ions strike the cathode, they may sputter some of the 

target atoms off They may also liberate secondary electrons from the target. The 

sputtered atoms from the target fly off in random directions, and some of them land on 

the substrate ( on the anode ), condense and form a thin film. 

2.4.1 Choosing the Sputtering Gas 

It is much easier to ionize atoms when they are in gaseous state, and easy to accelerate 

ions to the energies required by using and electric field which it is hard with neutrals. 

Noble gas ions are chosen because they do not react with the target or growing film. 

Sometime they are trapped by deposited film atoms but we consider this an innocuous 

happening. Argon [18] is almost always used in sputtering deposition because it is easily 

available and cheaper. 

2.4.2 Choosing the Gas Pressure 

A vacuum system enables one to control the operating pressure inside the sputtering 

system. Operating pressure limitations are imposed by the requirements of both the glow 

discharge and film deposition. The glow discharge sets a lower pressure limit. The 

discharge is sustained by electrons making ionizing collisions in the gas. The number of 

ionizing collisions will decrease with decreasing gas density or pressure. A different 

problem arises from the high density or pressure because when electrons undergo 
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collision, material sputtered from the target may collide with gas atoms on it way to the 

substrate, and will increase gas pressure. The result of the collision is to deflect the 

sputtered atom, and hence decrease the deposition rate. 

2.5 Practical Aspects of Sputtering System 

2.5.1 Ground Shield 

The target is surrounded by a dark space shield, also known as a ground shield as shown 

below (Figure 2.7). The purpose of ground shield is to restrict ion bombardment and 

sputtering to the target only. 

Figure 2.7 Schematic of sputtering system showing ground shields, shutter, electrode 
and cooling system 
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2.5.2 Shutter 

A shutter can be rotated into place between the electrodes. This has its use during a 

presputtering period when the first few atomic layers of the target are removed by 

sputtering in order to clean it. 

2.5.3 Target Cooling 

Sputtering is a very inefficient process, and most of the power input to the system appears 

finally as target heating. Such heating can become excessive and can lead to damage of 

the bonding between the target and the backing electrode of the target itself. 

2.6 Applications of Sputtering 

The sputtering process can apply to knock an atom out of the surface of a target which is 

called Sputter Etching. By repeating this process over and over, the target surface will be 

cleaned or can be made thinner. In addition, it can be used to generate a topographic 

pattern on the surface. Besides these applications, sputter deposition can also be used. 

Atoms after ejected from the target under the right circumstances move through space 

until they strike and condenses on the surface of a receiver or substrate. By repeating the 

process over and over, they can build up a coating of several atomic layers of target 

material on the substrate. Thin film growth ( refers to less than 1 um thickness ) by 

sputter deposition is currently the main application of sputtering. 
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2.6.1 Sputtering as a Deposition Process 

Sputtering is a current application for the deposition of thin films. In sputtering 

deposition, the atom diffuse around the substrate with a motion determined by its binding 

energy to the substrates and is influenced by the nature as well as temperature of 

substrate. The atom will either jump over the barrier into an adjacent site, or might even 

re-evaporate. After a certain time, the atom will either evaporate from the surface or will 

join with another diffusing single atom to form a Doublet, which is less mobile but more 

stable than single atom. 

The chance probability of forming the atomic pair will depend on the single atom 

density and hence on deposition rate. In time, the doublets will joined by other single 

atoms to form triplets and so on. This is the Nucleation State of thin film growth, leading 

to the formation of quasi-stable Islands. The islands grow in size rather than in number. 

Eventually, they grow large enough to touch, this is the Agglomeration or Coalescence 

stage which will proceeds until the film continuity. If surface atoms are mobile, they 

have a greater opportunity of finding low energy positions, consistent with crystal 

growth, in the growing film. Mobility is enhanced by increase substrate temperature. 

But since it also takes time to find an energetically favorable lattice position, crystal 

growth is also encouraged by low deposition rates. 

2.7 Thin Film and Electronic Applications 

Electronic applications may be more widely recognized as applications of vacuum 

deposited thin films. There are thin film resistors, capacitors, magnetic devices, and 
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active elements. But the most extensive use of vacuum deposited thin films in electronics 

is as electrical connection elements in integrated circuits. Basically, these electrical 

connection elements constitute somewhat exotic circuit boards. In some cases these may 

involve multi-layer coatings with conductive layers separated by nonconductive layers. 

There are cases where one short length of conductive element is caused to bridge over 

another conductive element. This is accomplished by depositing an easily etched layer 

between the two conductive layers and etching the intermediate coating away at the 

bridge point during processing. 



CHAPTER 3 

IMPLEMENTATION 

3.1 Experimental Specifications 

The sputter deposition was carried out in the TORUSTM-2C Magnetically Enhanced 

Sputtering Cathode Assembly with its powerful Samarium-Cobalt magnets and shaped 

pole-pieces which enhance the magnetic field just above the plan of the target as shown 

(Figure 3.1). The deposition operated at the low vacuum chamber pressure. In this 

system 10 cm diameter silicon wafer substrates were loaded inside the chamber. The 

wafers were positioned under the target during deposition. Pure Argon gas (Spectra 

Grade) was used as deposited gas in the vacuum chamber during deposition. 

Figure 3.1 Experimental Schematic of dc magnetron sputtering 
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The specifications of the system are shown(Table 3.1). 

Table 3.1 Experimental magnetron sputtering system specifications 

Sputtering Power: 

Power Maximum ( Intermittent ) 

 

1000 Watts DC 

Operating Pressure 2 to 20 mTorr 

Cooling Water Requirement: 

Flow rate 2 Liters/minute 

Target ( Deposition Material ): 

Form 

Diameter 

Thickness 

Cooling 

Purity 

Plane Circular 

51 mm 

3 mm  

Indirect 

99.50 % 

Magnetic Enhancement Permanent 


